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PART E – SPECIFICATIONS 

Add the following:  

 Clause E5.2.6  Crushed and processed reclaimed concrete may be used as an acceptable material in 
place of rockfill within the toe berm, provided all material properties specified in E5.2.1 to 
E5.2.5 are satisfied.  This shall include but not be limited to durability / strength, 
gradation, and particle size / shape. 
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Please note the following and attached changes, cor rections, additions, deletions, information and/or instructions 
in connection with the Bid Opportunity, and be gove rned accordingly.  Failure to acknowledge receipt o f this 
Addendum in Paragraph 10 of Form A: Bid may render your Bid non-responsive.  


