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PART E – SPECIFICATIONS 

Add: E11.9.3 Low Carbon Chromium Steel Bars (MMFX 2) 

(a) Deformed, low carbon chromium steel bars, with a minimum of 8% by weight chromium, 
shall conform to the requirements of ASTM A 615, Grade 75 and ASTM A 1035. MMFX 2 
(Microcomposite) is an approved product. MMFX 2 steel bars may be substituted as an 
equal to hot-dipped galvanized steel reinforcing. 
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