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Type
Thickness 

(mm)
Type

Thickness 
(mm)

TH13-34B
5.8m E of LP# 2-048-636,
4.3m N of curb in 2nd lane

Asphalt 89 Concrete 197

TH13-35B
3.6m W of 2nd LP of Greendwood Pl. and Portage Ave.,
4.7m S of median in 3rd lane

Asphalt 127 Concrete 140

TH13-36B
17.1m E of LP# 2-048-638,
1.9m S of median in median lane

Asphalt 108 Concrete 241

TH13-37B
11.2m E of LP# 2-048-646,
4.6m N of curb in 2nd lane

Asphalt 114 Concrete 178

TH13-38B
5.2m E of LP# 2-048-627,
1m N of curb in curb lane

Asphalt 70 Concrete 260

TH13-40B
10.7m E of 2nd LP of Garfield St. and Portage Ave.,
1.3m S of median in median lane

Asphalt 178 Concrete 191
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Photo 41: Asphalt and Concrete Core Sample from Test Hole TH13-34B 

 

 

Photo 42: Asphalt Core Sample from Test Hole TH13-35B 
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Photo 43: Asphalt and Concrete Core Sample from Test Hole TH13-36B 

 

 

Photo 44: Asphalt and Concrete Core Sample from Test Hole TH13-37B 
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Photo 45: Asphalt and Concrete Core Sample from Test Hole TH13-38B 

 

 

Photo 46: Asphalt and Concrete Core Sample from Test Hole TH13-40B 


