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CONCRETE NOTES:

REINFORCING STEEL SHALL CONFORM TO CANICSA - G-30.18
GRADE 400W

CONCRETE MATERIALS & PLACEMENT SHALL CONFORM TO CAN /CSA - A23.1-04
EXPOSURE CLASS C-i
35 MPa AT 28 DAYS, CEMENT TYPE GU
MAXIMUM WATER /CEMENT RATIO 0.40
5-8% AIR ENTRAINMENT

PROVIDE 112” WIDE CONTROL JOINT FIllED WI lIZ’ FLEXCELL BOARD BETWEEN
ALL ADJACENT SLABS AND AT CONSTRUCTION JOINTS. UPON CURE OF
CONCRETE, CAULK ALL JOINTS W/ BASFISONNEBORN SL-1 (LIMESTONE
COLOUR) PER MANUFACTURER’S SPECIFICATIONS.
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